
                   IJESM               Volume 5, Issue 1                              ISSN: 2320-0294 

 
 

A Quarterly Double-Blind Peer Reviewed Refereed Open Access International e-Journal - Included in the International Serial 
Directories Indexed & Listed at: Ulrich's Periodicals Directory ©, U.S.A., Open J-Gage, India as well as in Cabell’s Directories of Publishing Opportunities, U.S.A. 

International Journal of Engineering, Science and Mathematics  
                                                                   http://www.ijmra.us Page 219 
  

March2016 

Experimental investigation in the performance and emissions of the 

CI engine fueled with Waste vegetable oil and its titanium and 

aluminum nanoparticle blends 

 

M.NAVEEN KUMAR* 

Dr. SANJEEV TRIPATHI** 

 

                                                              Abstract 

In this paper, research is carried out to find the differences in the parameters of 

performance and emission in CI engine when esterified Waste Vegetable oil blended with 

different Nano-additives are used as fuel. Experiment is carried out to compare the effects 

in the performance and emission between Waste Vegetable oil blended with tio2, al203 

Nano-additives at different injection pressures.It is observed that all the biodiesel blends 

on an average had lower emissions when compared to diesel and Al2O3 blends had least 

NOX emissions along with WVO B30 Al2O3 at 240bar having the least CO%. No noticeable 

changes were observed in the performance of the engine with these blends as compared 

to diesel. 
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1. Introduction 

The increase in the demand for fuels derived from petroleum and harmful pollutants produced 

from their combustion caused the depletion of these source in the earth's crust, also effecting the 

environment [1,2,3]. This increased the need to find alternative sources which can be used as 

fuels and Bio diesel tended to be the solution [4,5,6,7]. But on combustion of these fuels they 

produce NOX greater than diesel which is undesirable [8,9]. Research and experiments on these 

fuels when blended with metal oxides showed improved combustion in the engine which resulted 

in emissions rate lower than diesel [10]. In present work, experiment is conducted to observe the 

variation in the performance of the engine and pollutants from it between the Waste Vegetable 

oil blended with Titanium Oxide and Aluminum Oxide Nano particles at 220bar, 240bar injection 

pressures. 

2. Materials and Methods 

2.1 Fuel Properties 

Esterified Waste Vegetable oil satisfies the minimum limits required as per EN 14214 standards 

to be used as a fuel. The optimum specifications of canola and EN14214 are shown in table 1. 

Table 1 Properties of waste vegetable oil 

Property Waste vegetable Oil 

properties 

EN 14214 limits 

min/max 

Ester content (% m/m) 98.3 96.5/- 

Density @ 15 C (kg/m3) 877 860/900 

Viscosity @ 40 C (mm2/s) 3.6 3.5/5 

Flash point (C) 133 120/- 

Water content (%volume) 0.006 -/0.05 

Sulphur content (mg/kg) 2.5 -/10 

Total acid number (mg KOH/g oil) 0.781 -/0.80 

Cetane number 53 51/- 

 

2.2 Experimental Setup 

A natural aspirated single cylinder stationary four-stroke direct ignition diesel engine is used for 

the experiment. The engine specifications are listed in table 2 and its setupis shown figure 1. 
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Table 2 Specifications of the engine 

Technical Specifications 

 Make Kirloskar 

 Model number AV1 

 Bore X Stroke 80 X 110 mm 

 Cubic Capacity 0.553 Ltr 

 Compression Ratio 16.5:1 

 Rated Output 3.7 KW 

 Rated Speed 1500 rpm 

 Torque at full load 0.024 KN-m 

 Overloading Capacity 10% of rated output 

 

The engine is operated at 1500 rev/min rated speed with flywheel directly coupled to an eddy 

current dynamometer for motoring partially or completely. A control panel with input and output 

unit is interfaced to the engine and dynamometer. Manometer and burette are used to measure 

the quantity of air and fuel consumed. The fuel readings are logged at the specific time interval. A 

multi gas analyzer interfaced to the control panel is used to record the emissions from the engine. 

Figure 1 Experimental setup 
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Titanium oxide Nano particles and Aluminum oxide are mixed in Waste vegetable oil with the 

help of a stirrer. A known quantity of (say 100 mg) additive and of sodium deoxycholate (100 mg) 

which acts as cationic surfactant are weighed and poured in the biodiesel and stirred for 5 hours 

to reduce the sedimentation of the nanoparticles in the biodiesel blends. 

2.3 Engine Test Conditions and Procedures 

The experiment is carried at the engine's rated speed of 1500 rpm at 1 kw, 2 kw, 3 kw loads with 

220 and 240 bar injection pressures. The engine intake air temperature is maintained at room 

temperature. Data from the engine and Gas analyzer are logged from control panel. Waste 

vegetable oil and its TiO2, Al2O3 nanoparticle blends were tested and compared with diesel fuel, 

respectively. 

3. Theoretical Analysis 
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4. Results and Discussions 
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4.1. Performance 

 

From the experiment, significant changes cannot be observed in terms of the brake power and 

engine performance when compared to diesel in the engine. 

 

Figure 2 shows the brake thermal efficiency of all the bio diesel B30 blends attained recorded 

during the experiment. It can be seen that at peak load, waste vegetable oil B30 Al2O3 has the 

highest brake thermal efficiency. At 1KW load, all of the blends WVO blends along with diesel 

have nearly equal brake thermal efficiency varying only by 2%. As load increases, brake thermal 

efficiency had a decreasing tendency and all of the blends had only 5 % variation with each other 

at peak loads. 

Figure 2 Load vs Brake thermal efficiency for waste vegetable B30 
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Figure 3 shows increasing tendency in the volumetric efficiency of all B30 blends and can be 

observed that Waste vegetable oil B30 TiO2 at 240bar had the highest volumetric efficiency and 

is also greater than that of diesel. Remaining blends when compared to diesel at 240bar had lower 

volumetric efficiency at all loads. Waste vegetable oil B30 TiO2 at 220bar had the least volumetric 

efficiency at all loads. 

Figure 4 also has increasing tendency in the volumetric efficiency for all B100 Blends and can be 

seen that all of the blends have no changes between them and waste vegetable oil B100 at TiO2 

had the least volumetric efficiency and is lower than that of diesel. Waste vegetable oil B100 

Al2O3 at 240 bar has the highest average volumetric efficiency. 

 

Figure 3 Load vs ηvol for waste vegetable B30 

Figure 4 Load vs ηvol for waste vegetable B100 
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4.2. Emissions 

Figure 5 shows CO% emissions in the exhaust gases from the engine for all B30 biodiesel blends 

having increasing tendency as the load applied on the engine is increased. It is observed all the 

B30 blends have lower CO% in the exhaust gases of the engine compared to diesel at both the 

injection pressures. The WVO blends had shown to the highest of 56.75% reduction in the CO%. 

WVO B30 Al2O3 has the least at 240 bar has the least CO% with its reduction of 46% at initial 

load and 39% at peak loads when compared to diesel. WVO B30 TiO2 at 240bar has changes 

similar as of WVO B30 Al2O3 at 240bar but only shows reduction of 26% when compared to 

diesel at 240bar. 

 

 

Figure 5 Load vs CO % for waste vegetable B30 

Figure 6 Load vs CO % for waste vegetable B100 
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Figure 6 shows CO% in the exhaust gas emissions from the engine at all loads for WVO B100 

blends and diesel at 200, 240bar. It is observed that Waste vegetable oil B100 TiO2 and B100 

Al2O3 at 240 bar has the highest CO% emissions at peak loads but have similar emissions at initial 

loads when compared to diesel and other blends. Of all B100 blends, Waste vegetable B100 Al2O3 

at 240 bar has the least average CO% emissions at all loads followed by WVO B100 TiO2 at 240bar 

with percentage change of 16% and 12% with diesel at 200bar. 

 

 

Figures 7, 8 show CO2% emissions from the engine having an increasing tendency. It is observed 

that there are no significant changes between the biodiesels other than that the percentage of 

pollutants are lowered by 58% compared to diesel. 

 

Figure 8 Load vs CO2 % for waste vegetable B100 

Figure 7 Load vs CO2 % for waste vegetable B30 
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Figure 9 shows NOX in ppm present in the exhaust gases from the engine having a decreasing 

tendency as the load applied is increased for all B30 Blends. It is observed that all the biodiesel 

blends lower NOX emissions at all loads when compared with diesel at 220 and 240bar. It can be 

seen that Waste vegetable oil B30 Al2O3 at 220bar has the least NOX in ppm followed by WVO 

B30 TiO2 at 240bar with the percentage change of 43% and 40%. WVO B30 at 220bar has the 

least percentage change of NOX from exhaust gases of -25% with diesel at both loads.  

Figure 10 shows NOX in ppmin the exhaust gases from the engine for WVO B100 blended fuels. It 

is observed that at all loads applied to the engine, NOX emitted from the engine for WVO blends 

are lower in ppm when compared to diesel at 220, 240bar. Of all the blends, WVO B100 TiO2 has 

the least NOX in the exhaust gases with -68% change, followed by WVO b100 Al2O3 at 220bar 

with -60% change when compared to diesel. Waste vegetable B100 TiO2 at 240bar and B100 

Figure 9 Load vs NOX for waste vegetable B30 

Figure 10 Load vs NOX for waste vegetable B100 
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Al2O3 at 240bar have similar NOX emissions but are lower by 28% when compared to diesel at 

peak loads.  

5. Conclusion  

In this study, the effect of different Nano-metal oxide blends of Waste vegetable oil on CI engine 

is investigated. Important conclusions are summarized as follows: 

Brake power was almost same for diesel, waste vegetable oil and its Nano blends. 

Brake thermal efficiency, volumetric efficiency, specific fuel consumption same between the Nano 

blends but have a slight increase when compared to diesel. 

On an average, Waste vegetable B1100 Al2O3 has the least pollutants from the engine. 

 

Abbreviations 

v Voltage 

i Current 

ηgen Efficiency of generator 

X Burette reading in CC 

ρ Density of fuel 

t time taken in seconds 

Cd Co-efficient of Discharge 

A Area of orifice 

g Acceleration due to gravity 

h Manometer reading in mm 

δw Density of water 

δa Density of air 

D diameter of Bore 

L length of stroke 

N Speed 

Cv Calorific Value 

B30 canola 30 % and Diesel 70 % 

B100 canola 100 % 

BP Brake Power 
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